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‘This material contains information nnectlng the National Defense of the United States within the meaning of the Espionage Laws, Title
18, U.8.C. 8Secs. 793 and 794, the or revelati of which in any manner to an unauthorized person is prohibited by law.
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Fo.llcw:.ng are sofie particulars of the activities of VEB Elektrokohle-ldchtenberg "
(formerly Siemens=Plania ) for the month of April 1955: .
1.
3. Origin
Pitch Coke (Pechkoks) 2000 tons USSR
Coke =~ 300 tons East Germany
Anthracite 300 tons_ USSR
Copper - 30 tons USSR .
‘Soot 1000 sacks Rumenie
Silicon carbide 50 tons Piesterita
Pitch 800 tons East Germany
Tar_ 100 tank cars Erkner
Rare earths 10 tons USSR
Graphite 300 tons USSR and Ceylon
2, ZFraduction Deliveries . o
Broduct =~ . . Destination
Amorphous electrodes 3000 tons Piesteritz
Amorphous electrodes 200 tons Czechoslovakiea
Amorphous anodés 2500 tons Bitterfeld
Graphite electrodgs 700 tons Hungary
Graphite electrodes 700 tons USSR
Buendel electrodesl 500 tons China
3.
' Expér*imeh‘!is are being nié.dé in degfeasj.ﬁg' ‘bhe,_;‘mncunf of waste imio"ved in the
manufacture of electrodes, Some success has already been achieved inm this
direction, Electrode waste has been pulverized, bound with mixtures of pitch
and teryand spread over the electrodes,
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Binding mixtures used for this purpose have been:

‘a, 30% pitch and 70% Erkner tar,

b..  40% pitch and 60% electrode tar,
Cresol resin solutions have also been used for this purpose but with lesa
success. . J

¢ . As received; possibly should read Buendelungselektrode, 25X1

i,e., focusing electrode,
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